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General Properties

S| Technical Datasheet

Foodsil is a two-part, high tear strength, RTV platinum / addition cure, flexible silicone mould rubber compound. This
silicone is recommended as a mould material for; food applications (FDA compliant), rapid prototyping, casting
polyurethane, epoxy, and polyester resins, wax and a wide range of other casting materials. Useful temperature range - 40
to 220°C.

Physical Properties

Foodsil Mix Ratio Pot life Demould Shore A Tear Elongation Linear Specific
(Parts By time CPS Hardness Strength at break Shrink- Gravity
Weight) viscosity N/mm age
+-2
20 1A: 1B 45 mins 24 hrs 6000 20 14 550% 0.1% 1.05
40 1A: 1B 45 mins 24 hrs 8000 40 27 350% 0.1% 1.1

Cure inhibition

Please note that platinum / addition cure silicones are chemically sensitive during the cure process.
(Sulphur being the main contaminant)

Cure inhibition in 2-part platinum-cure silicone occurs when contaminants prevent the material from cross-linking,
leaving it tacky, liquid, or completely uncured at the contact surface. Common culprits include sulfur clays, latex
(use nitrile gloves), tin-cure silicones, polyurethane rubbers and certain 3D UV cure printing resins.

In some cases, Smooth-On’s Inhibit X can be applied before pouring to reduce the chances of cure inhibition, but this
isn’t always a guarantee.

Allow sealers, paints & resins to fully cure before applying the platinum cure silicone.

If unsure as to the model’s composition, it is recommended to perform a small test to establish compatibility.

Processing

Before measuring out the components, pre-stir Part A and Part B separately (this mixes any components that may separate
during storage). Measure out required amounts of Part A and B into mixing container and mix thoroughly for 3 minutes
making sure to scrape the sides and bottom of the mixing container several times. Transfer mixed material into clean mixing
container and stir again. Be careful not to whip and beat the material during the mixing process as this introduces unnecessary
air bubbles. For best results after mixing, vacuum de-air material before casting (29 inches of mercury required) and allow
for up to 5 x expansion during the vacuum process.
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Processing Continued

For Brush-On applications and for the silicone to hold a vertical surface, Silicone Thixo (Thi-Vex Il) should be added to
increase viscosity. By weight 0.5% (thick), 1% (thicker), 2% maximum dosage (thickest). Please note that by adding
silicone thinner, Thivex Il or silicone pigment, The FDA Food Safe certification would no longer bevalid.

For a Block & Cavity moulds (where the silicone is poured) Silicone Thinner can be added to reduce viscosity which
assists in reducing air bubbles and capturing intricate surface detail. Max dosage by weight 10%. Please note that by
adding Silicone Thinner, Shore A hardness and tear strength are proportionally reduced.

Pouring - for best results, pour the silicone rubber in a thin stream to the lowest part of the mould in a single spot and
allow material to flow around the model and self4evel. It is suggested to cover the model by at [east 10 mm.

Curing/Post Curing - allow the mould to cure for 24 hours at room temperature (23 °C) before demoulding. Post
curing the mould an additional 4-6 hours at 100 °C will maximize some of the materials physical properties. Allow
mould to cool to room temperature before using. Do not cure rubber where temperature is less than 23°C. The silicone
moulds can be cleaned with mild soap and water then rinsed and left to dry.

Mould performance & storage

The physical life of the mould depends on how the mould is used (materials cast, frequency etc.). Casting chemically
aggressive materials like epoxies will shorten the mould life compared to casting less aggressive material like plaster or
wax. Before storing, the mould should be cleaned with soap & water solution and wiped fully dry. Multi-part moulds
should be assembled. Moulds should be stored on a level surface in a cool, dry environment. Casting Plaster into the
mould prior storing will extend mould library life.
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FDA Food Safe Test Report

Test No. MC1808596801

Result Summary:

FDA 21 CFR 177.2600-Total extractive residues PASS

Test Requested: as specified by client, to determine total extractive residues from Rubber articles intended for repeated
use in contact with food for compliance with Food and Drug Administration Regulations.

Test Method: with reference to US FDA 21 CFR 177.2600.

Simulant Used Time Temperature Max. Result of 001 Comment
Permissible
Limit
Distilled water 7.0hr Reflux 20mg/sq. in 0.8mg/sq. in PASS
temperature
Succeeding 2.0hr Reflux 1mg/sq. in <0.5mg/sq. in PASS
Extraction temperature
n-Hexane 7.0hr Reflux 175mg/sq. in 13.7mg/sq. in PASS
temperature
Succeeding 2.0hr Reflux 4mg/sq. in 0.8mgsq. in PASS
Extraction temperature
Disclaimer

Any information, data, advice or recommendations for processing materials or products supplied by AMT Composites is given in good faith. It remains
at all time the responsibility of the customer to ensure that the products and materials recommended are suitable for the production method used and
purpose intended.

Copyright

All rights reserved, including intellectual property rights. Changes to technical data reserved. Delivery subject to availability. Any liability that the data
and illustrations are complete, actual or correct is excluded. Designations may be trademarks and/or copyrights of the respective manufacturer, the
use of which by third parties for their own purposes may infringe the rights of such owner.
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